THE NEW VALUE FRONTIER

! KYOCERA vesaconrnans PR1535

For Turning

wesscorrnavo PRT153 5

Widely applicable from steel to difficult-to-cut materials

Most suitable for heat resistant alloy, titanium alloy and stainless steel

Reduction of sudden fracture at scaling and interrupted cutting
Reliable new tough grade for S35/ M35 / P35 Q




MEGACOAT NANO P R 1 5 3 5

Fracture resistant with a tough substrate and high heat-resistant coating
Stable machining of general steel, mold steel, and difficult-to-cut materials

Toughening by a New Cobalt
MiXing Ratio *In-house Evaluation

UP

2]

Fracture
Toughness*

High Toughness Carbide Base Material

Stability Improvement

The coarse grain structure and uniform particle
size correspond to improved heat resistance,

with conductivity values decreased by 11%. The
uniform structure also reduces crack propagation.

UP
Shock
Resistance

Conventional Material

Cracking Comparison by Diamond Indenter
(In-house Evaluation)

PR1535 Base Material

Short Cracks Long Cracks

3 Stabilized turning operation and long tool life by
special nano coating layer MEGACOAT NANO

Prevents wear and fracture with high hardness (35GPa) and superior oxidation

resistance (oxidation temperature 1,150°C)
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Achieve long tool life with the combination of a tough substrate
and a special Nano coating layer

Oxidation Resistance High
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High Deposition Resistance

Stable Machining with Excellent Wear Resistance

Workpiece
Material

Cutting speed Vic (m/min)
Min. - Recommendation - Max.

Stainless Steel 70-120-160

Heat resistant alloy 40-50-60

Titanium alloy 40-50-60
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Case Studies

Bolt Ni-base heat resistant Alloy

Ve =50m/min
ap=1.0mm
f=02mm/rev
Wet
CNMG120408MS
PR1535

about 7
|

Machining Efficiency Tool Life

PR1535
(et 5]
Competitor A - 30 pesledge

PR1535 (MS chipbreaker) shows 2.6times longer tool life
compared to Competitor A

(User Evaluation)

Square bar SUS304

) D |
Ve =100 m/min .
ap = 2.0 mm S— :
f=02mm/rev m
Wet H

CNMG120408MS :
PR1535

Machining Efficiency Tool Life

PR1535
St 1.2.)

Competitor C - 10 pcs/edge

Competitor C fractured due to heavy interrupted machining.
PR1535 (MS chipbreaker) shows 5times longer tool life compared
to Competitor C (CVD Coated Carbide). (User Evaluation)

Pin SUS630

Ve =~55m/min N
(n= 3,600 min™)
ap =0.1~0.7 mm
f=0.03 mm/rev
Wet (Oil-based) 50
DCGT11T302MFP-GQ
PR1535

L\

Machining Efficiency Tool Life

PR1535
(GQ Chip Breaker) L 1600 pcs/edge m
Competitor E 1,200 pesiedge

Unstable tool life due to sudden defects for competitor E.
GQ chipbreaker (PR1535) is capable of stable machining without
defects, with tool life improved to 1.3 times. (User Evaluation)

Aircraft Parts Ni-base heat resistant Alloy

Ve =50m/min S
_ v
ap=0.5mm o)
f=0.1 mm/rev
Wet
CNMG120408MU
PR1535

2/

Machining Efficiency

i Crotr
(MU Chip Breaker) pcs/edge
Competor

PR1535-MU Chipbreaker realized the stable machining by
preventing the fracture at scaling and interrupted cutting
compared with Competitor B.

PR1535 Competitor B
(User Evaluation)

Lenz tube SUS304

Ve =120 m/min
ap=1.0mm
f=0.15 mm/rev
Wet N -
CNMG120408MS
PR1535

270

Machining Efficiency Tool Life

PR1535
Competitor D - 30 pesfedge

Heavy interrupted machining
PR1535 (MS chipbreaker) shows 2.6times longer tool life

compared to Competitor D. (User Evaluation)
Valve SUS440C .

Ve =100 m/min

(n=3,600 min™)

ap=0.1mm 2

f=0.06 mm/rev

Wet (Oil-based)

DCGT11T302MFP-SK
PR1535 20

Machining Efficiency Tool Life

PR1535
SN 600,00 1o}
Competior

SK Chipbreaker (PR1535) Tool Life 1.3 times.

(User Evaluation)




Standard Stock Item Description

Negative Insert

Dimensions (mm) - Shape Dimensions (mm) -
Shape Description 1.C. | Thickness .HOIE GomeriR é Right-hand (R) is shown LT I.C. | Thickness .Hole Cuierl %
Diameter| ~ (re) forinserts with angles Diameter|  (re)
CNMG 120404MQ 04 |@ SNMG  120408MS 08 |®
— 1270 | 476 | 5.16 12.70 | 4.76 | 5.16
120408MQ 08 |® 120412MS 12 |@
LGP D 04 |® SNMG  120408PG 08 |®
120408MS 1270 | 476 | 516 | 08 |@ 12.70 | 4.76 | 5.16
120412MS 12 le 120412PG 12 |@
CNMG 120404MU 04 |@ TNMG  160404MQ 04 |®
120408MU 1270 | 476 | 516 | 08 |@ — 1 9.525 | 476 | 3.81
120412MU 12 |e@ 160408MQ 08 |@
CNMG 120404PG 04 |@ TNMG 160404MS 04 |@
120408PG 1270 | 476 | 516 | 08 |@ 160408MS 9.525 | 4.76 | 3.81 08 |@®
120412PG 12 |@ 160412MS 12 |@
CNGG 120404FP-TK 04 |@ TNMG 160404MU 04 |@
12.70 | 476 | 5.16 9.525 | 4.76 | 3.81
120408FP-TK 08 |® 160408MU 08 |®
Sharp Edge / Mirror Surface Finish
: CNGG  120402MFP-SK <02 |® TNMG 160404PG 04 |®
12.70 | 476 | 5.16 160408PG 9.525 | 4.76 | 3.81 08 |®
120404MFP-SK <04 | @
Sharp Edge / Mirror Surface Finish 1 6041 ZPG 1 2 '
DNMG 150404MQ 04 |@
1270 | 476 | 5.16 TNMG 160402R-LD 02 |e®
150408MQ 08 |@ 9.525 | 4.76 | 3.81
DNMG 150604MQ 04 |@ 160404R-LD 04 @
—F 1 1270 | 476 | 5.16
150608MQ 08 | TNGG 160404FP-TK 04 |e
DNMG 150404MS 04 |@ 9.525 | 4.76 | 3.81
1 50408MS 1 270 476 51 6 08 L4 Sharp Edge/M'\rorSurfa(e Finish 1 60408FP-TK 08 ®
150412MS 12 |@ A TNGG 160402 R/L-S 02 |®
DNMG 150604MS 04 |@ 160404 R/.-S | 9.525 | 4.76 | 3.81 04 |@
150608MS 1270 | 476 | 516 | 08 |@ o Rovgmess otened 160408 R/L-S 08 |®
Nedum Rouhing 150612MS 12 |@ TNGG 160401MFP-SK <01 |®
DNMG 150604MU 04 |@ 160402MFP-SK | 9.525 | 476 | 3.81 | <0.2 | @
— 1270 | 476 | 5.16 ——
150608MU 08 |@ 160404MFP-SK <04 | @
DNMG 150404MU 04 |@
1270 | 476 | 5.16 VNMG 160404MQ 04 |@
150408MU 08 |® — 1 9.525 | 476 | 3.81
DNMG 150404PG 04 |® o IEpEE w0
150408PG 1270 | 476 | 516 | 08 |@ VNMG 160404MS 04 |@
150412PG 12 |@ 160408MS 9.525 | 4.76 | 3.81 08 |®
DNMG 150604PG 04 |@ Medium Roughing 160412MS 12 |@
150608PG 1270 | 476 | 516 | 08 |@ @ VNMG  160404MU 04 |@
— 150612PG 12 |e 1 9525 | 476 | 381
160408MU 08 |®
DNMG 150402R-LD 02 |R Medium-Roughing
— | 1270|476 516 VNGG  160402MFP-SK <02 |®
U i @ ———— 9525 | 476 | 381
160404MFP-SK <04 |@®
DNGG 150404FP-TK 04 [ ] Sharp Edge / Mirror Surface Finish
— 1 1270 | 476 | 5.16 @ : Standard Stock
150408FP-TK 0.8 Py R Std. Item (Right-hand Only)
Sharp Edge / Mirror Surface Finish ’
DNGG 150402MFP-SK <02 |®
12.70 | 476 | 5.16
150404MFP-SK <04 | @
Sharp Edge / Mirror Surface Finish




Standard Stock Item Description

Negative Insert

Positive Insert

Dimensions (mm)

Dimensions (mm)

Shape Description Hole | Corner R 3 iy Description e | Comer | el a
i & Left-hand (L) is sh i Angle | &=
I.C. | Thickness Wi (@) = fsrinsaer:tszv ?tlr?;nz‘g I.C. | Thickness Dameter| () ngle | &=
0602005MF d
WNMG 080404MQ 04 |® CCGT _D602005MF_ <005} e
060201MF <0.1 . | @
12.70 | 4.76 | 5.16 060202MF 6.35 12.38| 2.8 <02 7 7
080408MQ 08 |® 0\ 060204MF 04| |e]
V CCGT 09T3005MF <0.05 [
WNMG 080404MS 04 |@ TNOTOIME | (|
09T301MF 0525(3.97| 44 <0.1 70 | @ |
080408MS 12.70 | 4.76 | 5.16 08 |@ 09T302MF ’ ’ <02 @ |
Sharp Edge 09T304MF <04 ()
0804T2MS 12 |® CCGT 060201MP-CK <0.1] . e
060202mp-ck| 3% |38 28 05 7 |e
WNMG 080404MU 04 |@ .
CCGT 09T301MP-CK <0.1 o | @
12.70 | 4.76 | 5.16 — = ——-"-9.525|397| 44 7° —
e - 4 M Sharp Edge / Mirror Surface Finish 09T302MP'CK <02 [
e DRSO, we o CCGT _03010IMP-CF| 5o | 1, | 1o | <01 . [®]
030102MP-CF| ™ ) 7| <0.2 ()
WNMG 050404PG | 04 | @ @ CCGT _04010IMPCF| , = | 1 5 | 5 <01 o [®
080408PG 12.70 | 4.76 | 5.16 0.8 (] Sharp Edge / Mirror Surface Finish 040102MP-CF ) ’ ) <0.2 [ J
CCGT 060201MFP-GQ <0.1 [J
080412PG 12 | @ — = —
060202MFP-GQ| 6.35 |2.38| 2.8 | <0.2 | 7° | @]
CNGU 070301MFR-U <0.1 |R o 060204MFP-GQ <04 S
070302MFR-U| 75 |3.18 | 36 | <02 |R \\/ (GO THOINERGH <01] |@]
—_———— 09T302MFP-GQ | 9.525|3.97| 44 | <0.2 | 7° | @]
Sharp Edge 070304MFR_U <04 R Sharp Edge / Mirror Surface Finish O9T304MFP'GQ <04 [ ]
CNGU 070301MFR-F <01 |R CCGT _060201MFP-GF <0.1 o]
—_———— 5, 060202MFP-GF | 6.35 [2.38| 2.8 | <0.2 | 7° | @
070302MFR-F| 7.5 [3.18 | 3.6 | <0.2 |R p 060204MFP-GF <04 @ |
Bt 070304MFR-F <04 | R CCGT 09T301MFP-GF <0.1 | @ |
e 09T302MFP-GF |9.525(3.97| 4.4 | <02 | 7° [ @]
y R CNGU 070301MFP-SK <0.1 [ ] Sharp Edge / Mirror Surface Finish 09T304MFP-GF <04 [ ]
. 75 1318 | 3.6 CCGT 060201MFP-SK <0.1 | @ |
070302MFP-SK <02 | @ § 060202MFP-SK | 6.35 |2.38| 2.8 | <0.2 | 7° | @]
Sharp Edge / Mirror Surface Finish @ O60204MFP'SK <04 [
CCGT 09T301MFP-SK <0.1 [
S, BRI 20 70 1318 | 36 02 | 09T302MFP-SK |9.525|3.97| 44 | <02 | 7° | @]
! : ’ Sharp Edge / Mirror Surface Finish O9T304MFP-SK <0.4 [J
070304E-GK 04 | @
With Horning \
DNGU 080301MFR-U <0.1 | R vt' CCMT 097308 9525|397 44| 08 | 7° |@
@ 080302MFR-U| 7.0 |[3.18 | 3.6 | <0.2 |R Medium
CCMT 060202PP 0.2 o | @]
Sharp Edge 080304MFR-U <04 | R 060204PP 6.35 |2.38| 2.8 04 7 °
DNGU 080301MFR-F <0.1 | R v CCMT 09T302PP 0.2 | @ |
09T304PP 9525|397 44| 04 | 7° | @
080302MFR-F 70 |3.18 | 36 02 |R _— —
_DBO302MPRF | < e 09T308PP 038 o
080304MFR-F <04 | R
e e . cemT 7828581:0 635 [238] 28 8'i 7 1o
DNGU 080301MFP-5K <01 |® N Q - o
; O e —_— < 2 CCMT 09T302HQ 0.2 | @ |
080302MFP-SK | 7.0 |3.18 | 36 | <02 |@ \;/ 09T304HQ 9525(3.97| 44 | 04 | 7° @]
Sharp Edge / Mirror Surface Finish 080304MFP_SK <0’4 o Fisting dedim 09T308HQ 0.8 °
S CCMT 060202GK 635 1238] 2.8 0.2 70 | @ |
Py, | coec 02 |e @ 0602046k | ©° |38/ 28 04| 7" [e
70 13181 36 CCMT 09T302GK 952513.97| 44 0.2 70 | @ |
080304E'GK 04 ) Finishing-Medium 09T304GK 04 [ ]
R O 4 CCMT 09T304MQ 02 °
/ TNGU 090301MFR-U <0.1 |R 9.525(3.97| 4.4 70 ]
4 090302MFR-U| 5.56 | 3.18 | 3.0 | <0.2 |R Fstingedium 09T308MQ 04 ®
Sharp Edge 090304MFR-U <04 |R CCET 0301005M R/i-F| <0.05 | @ |
030101M R/i-F <0.1 o | @]
U UL <01 |R oso102mAF| >0 |14 10 02| 7 e
090302MFR-F 556 | 3.18 | 30 | <02 |R @ 030104M R/L-F <04 [J
- CCET 040101M R/i-F <0.1 | @ |
S e 090304MFR-F <04 |R 040102MF/F| 43 |18 |23 [ <02 7° [@]
Insert whose corner-R(re) dimension expressed with less than sign (e.g. < 0.1, < 0.2 etc.) indicate Sharp Edge 040104M R/L-F <04 [ ]
models with minus tolerance for corner-R(re). CCET  0602005MF R/i-U <0.05 L
060201MF R/-U | 6.35 |12.38| 2.8 | <0.1 | 7° |@]
060202MF R/i-U <0.2 [
@ CCET 09T3005MF R/i-U <0.05 | @ |
09T301MF Rii-U <0.1 o | @]
0om02Me R | 002 13971 44 021 7' [e]
Sharp Edge 09T304MF R/i-U <0.4 )

@ : Standard Stock

R: Std. Item (Right-hand Only)



Standard Stock Item Description

Positive Insert

Dimensions (mm) Dimensions (mm)

Shape N Relief | 3 Shape N Relief | £
Left-hand (L) is shown escription 1. Tidnes ‘Hole CornerR Angle| &= Left-hand (1) isshown escription LC. ITidoes ‘Hole Corner R Angle | =
for inserts with angles Diameter| ~ (re) = for inserts with angles Diameter| ~ (re) &

CCET  0602005MFR-J <0.05 |R| DCMT 070202PP 635 [238] 2.8 0.2 70 @]
06020TMF R/i-J | 6.35 |12.38| 2.8 | <0.1 | 7° | @] 070204PP ) ) i 0.4 [
060202MF R/L-) <0.2 [ DCMT 11T302PP 0.2 | @ |

CCET 09T301MF R/i-J <0.1 | @ | 11T304PP 9.525|397| 44| 04 | 7° | @]
09T302MF R/1-) | 9.525|3.97| 44 | <02 | 7° | @] Finishing 11T308PP 0.8 [

Sharp Edge 09T304MF R/L-) <0.4 [ . DCMT 070202GP 0.2 o | @

X CPMH 080204 794 1238 35 0.4 11° | @ | - rg * 070204GP G55 A9 2 04 J [
. o 080208 sl e R I ° ~G DCMT 11T304GP | o157l 44 | 04 | 40 | @]
\// CPMH 090304 95251318 | 45 0.4 11° | @ | Finishing 11T308GP ) ) ) 0.8 [

Medium 090308 ) ) ) 0.8 [ ] DCMT 070202GK 0.2 | @ |

CPMT 080202PP 7904 1238 33 0.2 HOL 070204GK 635 (238/ 28| 04 | 7° |@|
080204PP ) ) ) 04 [ /\ 070208GK 0.8 [

@ CPMT 090302PP 0.2 B ST [DCMT _11T302GK 0.2 o]
\/ 090304PP 9.525|3.18| 44 | 04 |11°| @ - 11T304GK 9.525|397| 44| 04 | 7° | @]
Finishing 090308PP 0.8 [ J Finishing-Medium 1 1T3086K 0.8 [ J

= CPMT 080204GP 794 (23833 | 04 |11° @ DCMT 878582:8 635 | 238 28 8-2 @

4 70204 35 |2 . 4 |7 @
@ CPMT D030 0525 |3.18| 44 ot 11212 | Py 070208HQ 08| |®
Finkang 090308GP 08 ° Q| DT 11T302HQ 0.2 D
P CPMH 080204HQ 794 1238 35 0.4 11° | @ | 11T304HQ 9.525|397| 44| 04 | 7° | @]

. Q. 080208HQ R o8 ° Fnshing-Medium 11T308HQ 0.8 °
\.,/ CPMH 090304HQ 9525/3.18| 45 0.4 11° | @ | DCMT 070204XP 6.35|238/28| 04 | 7° | @
Finishing-Medium 090308HQ i ) ) 0.8 [ DCMT 11T302XP 0.2 | @]
4 CPMT  080204XP 794 123833 | 04 |11°|@ ! Hgggﬁ 9.52513.97| 44 g-g 7| e
=P Finishing . [J
W (el %9525 3.18| 4.4 gg 11° % DCET 0702005MR-F <0.05 |R|

Finishing - 070201M R/i-F <0.1 . | @

DCGT 0702005MF <0.05 | @ | 070202M R/i-F 9215 |2t L2 <0.2 / I
070201MF <0.1 o | @ 070204M R/.-F <0.4 [

_ 070202MF | 0% 238128 051 7 [e] \Qy’ DCET _11T3005MR-F <005 |R
070204MF <0.4 [ 11T301M R/L-F <0.1 . | @
\9/ DCGT _11T3005MF <005 |e nmsoam w22 37 44 02| 7 e
11T301MF <0.1 o | @] Sharp Edge 11T304M R/-F <0.4 [

nmsoaME_ | 002|371 44 001 7 (e DCET 0702005MFR-J <005 |R]

Sharp Edge 11T304MF <0.4 [ 07020TMF R/i-J | 6.35 |2.38| 2.8 | <0.1 | 7° | @]

DCGT 070201MP-CF 635 1238 28 <0.1 70 | @ | 070202MF R/-) <0.2 [
070202MP-CF| ) | <0.2 [ @ DCET 11T3005MFR-J <0.05 |R|

DCGT 11T301MP-CF <0.1 o | @ 11T301MF R/1-) <0.1 . | @

S e st i nmoampcr| 22 |37 44 o021 7 (e 1T302ME R | 022 |37 | 44 202 7 Te]
DCGT 070201MP-CK 635 238] 28 <0.1 70 | @] Sharp Edge 11T304MFR-J <0.4 R

@ 070202MP-CK| ™ i i <0.2 o DCET 0702005MFR-U <0.05 IR
DCGT 11T301MP-CK 9525(3.97| 4.4 <0.1 70 | @] 07020TMF R/i-U| 6.35 |2.38| 2.8 | <0.1 | 7° | @]

Sharp Edge / Mirror Surface Finish 11T302MP-CK | *° ) ) <0.2 [J 070202MF R/.-U <0.2 [ ]

DCGT 070201MFP-GQ <0.1 | @] @ DCET 11T3005MFR-U <0.05 R

070202MFP-GQ| 6.35 |2.38| 28 | <0.2 | 7° | @ 11T301MF R/L-U <0.1 . | @

O 070204MFP-GQ 04| o oM Fiy 222 1371 44 00 7 e

& |DCGT _11T301MFP-GQ <0.1 B Sharp Edge 11T304MFR-U <0.4 R
11T302MFP-GQ | 9.525(3.97 | 44 | <02 | 7° | @

Sharp Edge / Mirror Surface Finish 11T304MFP-GQ <0.4 [ J JCET  030102M R/L_F B 9 L ® l

DCGT _070201MFP-GF 01| [e ot T Toal " e

_ 070202MFP-GF | 6.35 |2.38| 2.8 [ <02 | 7° @] Sraptige 8 <

2 070204MFP-GF <04 [J

@ SCGT T1T301MEp CF o o TBGT 060101MP-CF 01| e
11T302MFP-GF | 9.525(3.97 | 44 | <0.2 | 7° | @ | 3.97 1159 23 >
Sharp Edge / Mirror Surface Finish 1 1T304MFP-GF <0.4 [ ] 0601 OZMP_CF <02 o

DCGT 070201MFP-SK <0.1 | @ | TBET 0601005M R/L <0.05 | @ |
070202MFP-SK | 6.35 |2.38| 2.8 | <0.2 | 7° | @] 060101M R/, <0.1 o | @

: 070204MFP-SK <04 ° os0102M | =07 199123 027 [e]
@ DCGT 11T301MFP-SK <0.1 | @ | 060104M R/L <0.4 o]

11T302MFP-SK | 9.525(3.97 | 44 | <0.2 | 7° | @ | TPGT 080201MP-CF <0.1 0| @]
Sharp Edge / Mirror Surface Finish 1 1T304MFP-SK <04 [ ] 080202MP-CF 4.76 2‘38 2'3 <02 1 1 [ ]

DCMT 070202MQ 0.2 o | @ TPGT 090201MP-CF <0.1 o | @
07020amq_| 3% 238128 704 | 7 [e 090202Mp-CF | > |238 30 051" e

DCMT 11T302MQ 0.2 | @ | TPMT 090202PP 556 1238 3.0 0.2 11° | @]
11T304MQ 9.525(397|44 | 04 | 7° |@] 090204PP ) ) ’ 0.4 [

Finishing-Medium 11T308MQ 0.8 [ ] TPMT 110302PP 0.2 @
Insert whose corner-R(re) dimension expressed with less than sign (e.g. < 0.1, < 0.2 etc.) indicate 110304PP 6.35 |3.18| 3.3 04 |11° | @]
models with minus tolerance for corner-R(re). Finishing 110308PP 0.8 [ )

@ : Standard Stock
R Std. Item (Right-hand Only)



Standard Stock Item Description

Positive Insert

Dimensions (mm)

Dimensions (mm)

Shape - Relief | &3 Shape - Relief | &R
Left-hand (L) is shown Desaiption 1.C. | Thickness 'H0|€ ComerR AngIe E Left-hand (L) is shown Desdiption 1.C. | Thickness ,HUle ComerR Angle E
for inserts with angles Diameter| ~ (re) for inserts with angles Diameter |~ (re)

TPMT 090202GP 02 | .|e| VCMT 080202PP 02 | . |e]

Y 050204Gp | 556 [238| 30 —u— 11° g gy E o 276 (238) 23 =0T

,\O TPMT 110304GP_ | (o [5 o35 04 [ ]@] ‘@ VCMT 160404PP |0 o[, ol , , [ 04 | o |@]

I e 110308GP 22120122 o8 ° Fising 160408PP : SPI 08 °
i TPMT 160304GP_ |9.525(3.18] 45| 04 [11°] @

fong TPMT 09020250 05 o VCMT  080202VF 0.2 °

7090204HQ 5.56 |12.38| 3.0 04 11 ry 476 12.38| 2.3 7° —

& TPMT _110302HQ 0.2 B o 080204VF 0.4 (]

/\. 110304HQ | 635 (3.18/ 33 | 04 |11°[@] —

i_ b 110308HQ 0.8 ° VCMT  080202HQ 0.2 °

== | TPMT 160302HQ 0.2 o @ 476 |238] 23 7

160304HQ 9.525(3.18| 45| 04 |11°| @] 080204HQ 04 PY
Finishing-Medium 160308HQ 0.8 ) Finishing-Medium
TPMT _090204XP 556 (23830 04 [11°[@
i TPMT _T10304XP | 35 13 1g( 33 | 04 [190]®] O 635 3.18| 2.8 hal 11°:
% L1005 — | 08 o 10302MP-CF| | | | <02 °
_ TPMT _160304XP 9.525(3.18| 4.5 0.4 -I-IOL Sharp Edge / Mirror Surface Finish )
Finishing 160308XP 0.8 [J VPGT 080201MP-CK 476 |2 5 <0.1 HOL
TPGH 080201 /e 0.1 0 080202Mp-ck| +7 |238| 23 02 o
080202 | 476|238/ 23 [ 02 |11° @] | <COPE> yocr NOSOIMPCK| ¢ 35 13.18| 2.8 <011 192 |®-
080204 R/L 0'4 ° Sharp Edge / Mirror Surface Finish 1 10302MP‘CK : : : <02 [}
TPGH 090201 R/L 0.1 B
090202 R | 5.56 (238 3.0 | 02 |11°|@] VPGT  110301MFP-GF <0.1 (]
A TPGH ??gggg ZL 8"2‘ : W 110302MFP-GF il e 0.2 N
: L . ° - <0. [ ]
{ o : 110204 R/L 6.35 |12.38| 3.5 0.4 il T Sharp Edge / Mirror Surface Finish
&= (TPGH 1103025 0.2 o LR % 476 |238] 23 <°'; 11° 12
110304 R | 635 (31833 [ 04 |11°|@ 080202M F/i- <0. L
110308 RlL 0.8 o] < 0 == |VPET _1103005MR-F| <005| R
TPGH 160302 7L 02 ° 110301MR-F | 6.35 [3.18| 2.8 | <0.1 | 11° [ R
160304 R |9.525|3.18| 45 | 04 |11°|@] Shap ke 110302M ®/i-F <02 LJ
Fstin 160308 F/L 038 ° VPET M""Fzﬂ'u 476 238 23 <01 110 [®]
TPGH _090201L-H 0.1 L g A <0.2 =
090202LH | 556 |2.38|3.0 | 0.2 | 11°[L] ClAar ARG e <005 1@
T090204L-H | 0.4 m 110301MF R/i-U| 6.35 |3.18| 2.8 | <0.1 | 11° | @ |
h TPGH 110302 R/i-H 02 ° Sharp Edge 110302MF R/.-U <0.2 [ ]
O 110304 R/-H | 635 [3.18| 33 [ 04 |11°|@] VPET  1103005MFR-J <0.05 IR
E— 110308 R/i-H 08 LJ 110301MF Ri-J | 635 [3.18| 2.8 | <0.1 | 11° | @
. _VUeBO> D | Rl
. U381 %9525 3.18| 45 g'g 11° % — 110302MF /i) <02 °
- a
VBMT% 0.2 @] - WBGT  060101MP ®/i-CF <0.1 °
110304 635 (318 28| 04 | 5° [@] o 397 1159/ 2.3 s ||
o~ 110308PP 0.8 ° . 4 il ' ’
<0~ VBMT 160404PP 04 B Sha,pwﬁm 060102MPH/-CF <02 °
160408PP  |9.525(4.76| 44 | 08 | 5° | @] 7 WBMT 060102 FA-DP| 5 o [ o] 55 [ <02 | (. |@]
Fnshing 160412PP 1.2 ® Q 060104 R/.-DP| ~ : = | <04 °
R/ -
&= [T s 25 5215
LD > | VBMT 110304GP | 635 |3.18/ 28 | 04 | 5° (@ IET L '
WBET _0601005ML-F <0.05 L]

. R/ -

Finishing 060101MR/L F 3.97 1159 2.3 <0.1 5o L

VBMT 110304HQ 04 . > LAY i <02 | " @

@ 635 |3.18| 28 b ﬁ 060104M R/i-F <04 °

110308HQ = s N ‘l 2 |WBET 080201ML-F <0.1 L

Fnshing Medium ) 080202ML-F | 4.76 [2.38| 2.3 | <0.2 | 5° | L|

VBMT 110302VF 0.2 ° Shapige 080204M R/L-F <04 °

110304VF 635318/ 28| 04 | 5° |® ® : Standard Stock

_ — R: Std. Item (Right-hand Only)

Finihing 110308VF 0.8 ® L : Std. Item (Left-hand Only)
VBET  1103005M R/.-F <0.05 0
0~ 110301M RA-F| 635 (3.18| 2.8 | <0.1 | 5° | @]
Shpge 110302M R/-F <02 °
VBET _1103005M R/-Y <0.05 B
110301M R/L-Y <01 . |®]
<&—= 110302MAy] 832 3181 28 7051 " [e]
Finishing-Medium 110304M R/L-Y <04 )

Insert whose corner-R(re) dimension expressed with less than sign (e.g. < 0.1, < 0.2 etc.) indicate
models with minus tolerance for corner-R(re).
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